
101593_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
101593_0000.a2r 9/22/2009 10:46:46 AM Exoscan - Drywall Analysis Version4
101593 9.1552 0.0000 6.2388 18.2440 1.2229 0.0000 0.6980 S
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101594_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
101594_0000.a2r 9/17/2009 9:36:10 AM Exoscan - Drywall Analysis Version4
101594 3.9839 0.0000 2.8764 17.5368 0.7626 0.0000 0.0200 S
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101595_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
101595_0000.a2r 9/22/2009 10:50:42 AM Exoscan - Drywall Analysis Version4
101595 19.2608 0.0000 12.5395 14.0931 4.1710 0.0000 2.4721 S

Page 1



101596_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
101596_0000.a2r 9/10/2009 5:17:37 PM Exoscan - Drywall Analysis Version4
101596 9.1912 0.0000 6.8371 9.6879 5.8037 0.0765 4.0894 S
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101597_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
101597_0000.a2r 9/10/2009 6:03:38 PM Exoscan - Drywall Analysis Version4
101597 2.5474 0.0000 1.8184 21.3035 0.1432 0.0000 0.0000 S
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101597_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
101597_0001.a2r 9/10/2009 6:12:42 PM Exoscan - Drywall Analysis Version4
101597 2.6124 0.0000 1.8876 20.6778 0.3571 0.0000 0.0170 D
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101598_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
101598_0000.a2r 9/17/2009 9:40:21 AM Exoscan - Drywall Analysis Version4
101598 8.0545 0.0000 5.3542 20.2303 0.7239 0.0000 0.2132 S
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101599_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
101599_0000.a2r 9/10/2009 5:46:58 PM Exoscan - Drywall Analysis Version4
101599 1.8011 0.0000 1.4126 20.5319 0.0924 0.0000 0.0000 S
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101600_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
101600_0000.a2r 9/22/2009 10:55:16 AM Exoscan - Drywall Analysis Version4
101600 57.0628 0.0000 36.4264 3.5851 16.2454 0.0000 13.5893 S
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101601_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
101601_0000.a2r 9/22/2009 10:59:48 AM Exoscan - Drywall Analysis Version4
101601 2.1991 0.0000 1.5145 21.0698 0.0000 0.0000 0.0000 S
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101602_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
101602_0000.a2r 9/17/2009 9:45:00 AM Exoscan - Drywall Analysis Version4
101602 1.5183 0.0000 1.0833 21.1078 0.0000 0.0000 0.0000 S
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101603_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
101603_0000.a2r 9/10/2009 4:58:48 PM Exoscan - Drywall Analysis Version4
101603 12.5493 0.0000 8.2101 17.4916 1.5756 0.0000 0.9629 S
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101604_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
101604_0000.a2r 9/17/2009 9:49:16 AM Exoscan - Drywall Analysis Version4
101604 0.7582 0.0000 0.5601 21.0818 0.0000 0.0000 0.0000 S
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101605_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
101605_0000.a2r 9/22/2009 11:04:29 AM Exoscan - Drywall Analysis Version4
101605 13.0013 0.0000 8.8792 15.0384 2.2630 0.0000 1.6937 S
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101606_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
101606_0000.a2r 9/10/2009 5:53:39 PM Exoscan - Drywall Analysis Version4
101606 1.7672 0.0000 1.2647 20.9897 0.3573 0.0000 0.4864 S
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101607_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
101607_0000.a2r 9/10/2009 5:41:47 PM Exoscan - Drywall Analysis Version4
101607 9.8743 0.0000 6.7492 18.3678 2.0936 0.0000 1.4396 S
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101608_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
101608_0000.a2r 9/10/2009 5:26:08 PM Exoscan - Drywall Analysis Version4
101608 30.5742 0.0000 19.7372 14.1290 6.6490 0.0000 5.5034 S
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101609_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
101609_0000.a2r 9/10/2009 5:36:26 PM Exoscan - Drywall Analysis Version4
101609 31.4997 0.0000 20.9676 10.3578 8.4922 0.0000 6.8856 S
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101610_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
101610_0000.a2r 9/10/2009 5:58:16 PM Exoscan - Drywall Analysis Version4
101610 1.9293 0.0000 1.4900 20.8301 0.0570 0.0000 0.0000 S
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101611_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
101611_0000.a2r 9/17/2009 9:58:18 AM Exoscan - Drywall Analysis Version4
101611 15.3942 0.0000 10.1458 16.9209 3.4738 0.0000 2.5124 S
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101611_0001
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
101611_0001.a2r 9/17/2009 9:59:52 AM Exoscan - Drywall Analysis Version4
101611 15.6746 0.0000 10.5272 15.6536 3.5391 0.0000 2.6938 D
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101612_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
101612_0000.a2r 9/10/2009 5:31:26 PM Exoscan - Drywall Analysis Version4
101612 1.1013 0.0000 0.9583 21.0634 0.0000 0.0000 0.0000 S
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101623_0000
File Location DateTime Method SampleID Carbonate Abs Carbonate 
Polymorph Abs Calcite Abs Gypsum Abs Quartz Abs Kaolinite Abs
Organics Abs Comments
101623_0000.a2r 9/29/2009 10:12:54 AM Exoscan - Drywall Analysis Version4
101623 0.4627 0.0052 0.4349 21.2649 0.0000 0.0000 0.0000 S
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